
REPORT NUMBER : TURT190038651
APPLICANT NAME : NOEL.S.C
ADDRESS : 30-607 KRAKOW UL. KOLODZIEJSKA

Attention : Piotr  Zebrowski  ( pz@noel.krakow.pl  )

CC: Anna Fokt ,Barbara Mickunas (anna.maria-fokt@intertek.com ;  
tic.operations@intertek.com;barbara.mickunas@intertek.com)

SAMPLE DESCRIPTION : One sample of blue panel with black back part

DATE IN : 28 February ,2019 ( 15:26:00)

DATE OUT : 7 March ,2019

TEST REPORT
Page 1 of 2

FIBER COMPOSITION : Not Given

NOTE : Test method was given by the applicant

BUYER : Not Given

ORDER NO : NOEL PO/1525/02

MODEL STYLE NO : Sedo Chemicals Gmbh HS 3.0

REFERENCE  : Stabilo System Cushion, Neoprene Foam Coated Nylon Jersey, Face Side is Blue, Nylon  
Jersey Fabric  

COLOUR : Royal Blue

PROVIDED CARE LABEL : Not Given

Form LG.044/Rev.1

SAMPLE

TEST 1

Antibacterial Activity Assessment of Textile Materials : Parallel Streak Method NR

This report (including any enclosures and attachments) are prepared for the exclusive use of the Customer(s) named in the report and solely for the purpose for which it is
provided and on the basis of instructions and information and/or materials supplied by Intertek’s Customer. The test results relate only to the specific items tested and are
not intended to be a recommendation for any particular course of action. Customer is responsible for acting as it sees fit on the basis of such results. Unless Intertek provide
express prior written consent, no part of this report should be reproduced, distributed or communicated to any third party. Intertek do not accept any liability if this report is
used for an alternative purpose from which it is intended, nor do Intertek owe any duty of care to any third party in respect of this report. Except where explicitly agreed in
writing, all work and services performed is governed by Intertek Standard Terms and Conditions of Service which is available on request or can be obtained at
http://www.intertek.com/terms. The reported uncertainty is based on a standard uncertainty multiplied by a coverage factor k=2, providing a level of confidence of
approximately 95%. The uncertainty evaluation has been carried out in accordance with ISO/IEC 17025 and TÜRKAK accreditation requirements. Unless otherwise is
specified, all Pass or Fail results are given without uncertainty considered. When uncertainty is taken into account, the result may be borderline. Borderline results need to be
re-tested to determine their disposition up to customer’s decision. Opinions and interpretations expressed herein are outside the scope of TÜRKAK accreditation. Tests
marked (*) in this test report are not included in the TÜRKAK accreditation schedule for this laboratory.

P = MEETS BUYER' S REQUIREMENT / F = DOES NOT MEET BUYER' S REQUIREMENT / NR = NO REQUIREMENT / SC=STILL
CONTINUES / X=NOT PERFORMED / NA = NOT APPLICABLE / LS = LACK OF SAMPLE / NC = NO COMMENT / I =
INCONCLUSIVE / # = SEE RESULT / NF = NEEDS FURTHER TESTING / A = ABSENT / M = MARGINAL ACCEPT / SD = SEE
DETAILS ENCLOSED / FS: FURTHER STEPS

Pelin AKSU Zeynep AKIN

Customer Care Executive Chemical Laboratory Manager

190038651
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REPORT :TURT190038651 7 March ,2019

Test Method Results Requirements

Antibacterial Activity Assessment of Textile Materials : Parallel Streak Method
AATCC 147 : 2011

Name of Microorganism Result

S. aureus ATCC 6538
No growth of Staphylococcus aureus was observed directly  

underneath the tested specimen.  

K.Pneumonie AATCC 4352
No growth of Klebsiella pneumoniae was observed directly  

underneath the tested specimen.

No Requirement

## END OF TEST REPORT ##
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ABEL , Pomiary i Systemy Pomiarowe 

30-504 Kraków 

Ul. Długosza 4 

Tel. 12 6561173 

Data : 10.07.2008 

 

 

 

SPRAWOZDANIE Z BADANIA ZGODNE Z EN 1021-1 

 
Test report  
Complies with the standard EN 1021-1 
Furniture. Assessment of the ignitability of upholstered furniture. Ignition source: smouldering cigarette 

 

 

----------------------------------------------------------------------------------------------------------------- 

Wydający: ABEL PSP                Nr badania : BZ 04/2008/1021-1 

                   Test no.: 

Zlecający :    NOEL S.C. – Producent 

Customer Kraków, Pasieczna 6                           Data :            07.07.2008 

 

 

Ocena zapalności : źródło zapłonu- tlący papieros  
Ignition source: smouldering cigarette 

 

 

 

Badane materiały: Forma producenta oznaczoną jako STABILO Base w całości 

Sample: Stabilo BASE type cushion provided by the manufacturer, complete 

 

Wyniki badania:   niepalne 

Test results:  nonflamable 

 

 

 

 

 

 

papieros kryteria tlenia 

criteria for smoldering 1 2 

uwagi 

 

niebezpiecznie narastające  

dangerously increasing 
NIE NIE  

układ strawiony przez ogień 

system destroyed by fire 
NIE NIE  

tli się do końca 

smolders to the end 
NIE NIE  

tli się na wskroś 

smolders throughout 
NIE NIE  

tli się dłużej niż 1 h 

smolders is longer than one hour 
NIE NIE  

tli się dalej niż 100mm od źródła 

smolders farther than100mm from the initial 
NIE NIE  
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BZ 04/2008/1021-1          2/2 

 

 

 

 

Wnioski i uwagi: 

 

Badany układ nie pali się płomieniem, nie podsyca ani nie podtrzymuje palenia. 

Papieros w układzie pomiarowym gaśnie:1-szy po2min, wypala się na długości ok. 3mm  

             2-gi po 2min 40sek, wypala się na długości ok.5mm 

Po zgaśnięciu papierosa układ nie podtrzymuje tlenia. Położenie papierosa w układzie 

próbnym ma wpływ na szybkie gaśnięcie papierosa. 

Końcowe oględziny układu próbnego ujawniły co następuje: 

1. Materiał obiciowy 

 – stopiona powierzchnia z zewnętrznego Nylonjersey 

 - neopren okopcony, nie zwęglony, zachował spójność 

 - powierzchnia uszkodzona zbliżona do powierzchni styku z tlącym papierosem 

2. Wypełnienie (granulat) 

 - bez zauważalnych śladów działania temperatury 

 

Comments and conclusions: 

The test sample is not burning flame 

The test sample no smoking intensifies 

The test sample no smoldering remains 

 














